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■ MAIN COMPOSITION : PVC

■ BACKING :

■ : JAPAN

■ SPECIAL FEATURES :

 Fire retardant test is conducted by ASTM E-84 test method.
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TECHNICAL INFORMATION SHEET

COLLECTION goodwall SEED

REFERENCE GSD1001 - 1053

SIZE 0.92 ×

KG / SQM

50.0

PATTERN REPEAT VERTICAL -
HORIZONTAL -

FIRE SAFETY

WEIGHT 0.320

NON-WOVEN

COUNTRY OF ORIGIN

Flame Spread Results Flame Spread Index (FSI) 25
Smoke Results Smoke Developed Index (SDI) 25
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